Table 1.

Samples Ac?::;‘r;::;on Force (N) Tir(n;:((:)At) Impulse (N- )
wood 14.0+1.62 0.07+0.008 0.884+0.04 0.0621+0.0076
Polystyrene 9.7+ 1.15 0.049+0.034 0.84+0.13 0.041+0.0070
Silica 11.441.05 0.05740.005 0.824+0.04 0.04740.0050
Agarose 8.84+0.26 0.04440.002 0.9840.08 0.043+0.0038




